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Enhanced Nonlinear Refractive Index in ϵ-Near-Zero Materials
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New propagation regimes for light arise from the ability to tune the dielectric permittivity to extremely
low values. Here, we demonstrate a universal approach based on the low linear permittivity values attained
in the ϵ-near-zero (ENZ) regime for enhancing the nonlinear refractive index, which enables remarkable
light-induced changes of the material properties. Experiments performed on Al-doped ZnO (AZO) thin
films show a sixfold increase of the Kerr nonlinear refractive index (n2 ) at the ENZ wavelength, located in
the 1300 nm region. This in turn leads to ultrafast light-induced refractive index changes of the order of
unity, thus representing a new paradigm for nonlinear optics.
DOI: 10.1103/PhysRevLett.116.233901

The nonlinear optical response of matter to light is, by its
very nature, a perturbative and hence typically weak effect.
Applications, e.g., for nonlinear optical switches or quantum optics, are therefore largely underpinned by the
continuous endeavor to attain stronger and more efficient
light-matter interactions.
Nonlinear mechanisms can typically be classified as
resonant or nonresonant, depending on the frequency of
light with respect to the characteristic electronic resonances
of the material. Nonresonant nonlinearities, like those
present in transparent crystals or amorphous materials
(e.g., fused silica glass), are generally weak and require
high light intensities and/or very long samples to take
advantage of an extended light-matter interaction.
Conversely, resonant nonlinearities can be several orders
of magnitude stronger, but this comes at the price of
introducing detrimental losses. A typical example is that
of metals, which both reflect and absorb light strongly
[1–3]. An alternative approach to enhancing the nonlinear
response of a material consists of creating artificial
electromagnetic resonances, for example, by stacking
materials of different refractive indices or using other types
of composite materials [4–11]. Creating resonant metaldielectric stacks and composites yields a very strong
nonlinear enhancement [12–14], but it inevitably exacerbates the detrimental role of linear and nonlinear losses.
Here, we propose a different approach to enhancing the
effective nonlinearity without resorting to optical resonances. Our approach relies on enhancing the nonlinear effect,
measured in terms of the nonlinear Kerr index n2 , rather
than on a direct enhancement of the intrinsic χ ð3Þ nonlinear
susceptibility. As we show below, this enhancement arises
due to the fact that the nonlinear refractive index is a
0031-9007=16=116(23)=233901(5)

function of both the nonlinear susceptibility and the linear
refractive index. Recent progress in material design and
fabrication has provided access to the full range of linear
optical properties bounded by dielectric and metallic
regimes. Of particular relevance for this Letter are materials
which exhibit a real part of the dielectric permittivity that is
zero, or close to zero, such as transparent conducting oxides
where their permittivity crossover is typically located in the
near infrared spectral region.
The linear properties of these “ϵ-near-zero” (ENZ)
materials have been investigated [15–32] for applications
ranging from controlling the radiation pattern of electromagnetic sources to novel waveguiding regimes and perfect
absorption. Similarly, the nonlinear properties have also
been shown to be largely affected by the ENZ condition
[33–40], and recently it has been theoretically predicted that
the interplay between linear and nonlinear properties of
ENZ bulk materials may allow three-dimensional selftrapping of light [41]. However, experimental evidence
reported so far is limited to phase matching-free conditions
in four-wave mixing [42], enhanced third and second harmonic generation [43–45], and ultrafast optical switching [46].
In order to illustrate how the nonlinear Kerr index may
be enhanced as a result of the ENZ linear properties, we
employed a 900 nm thick film of oxygen-deprived aluminium-doped zinc oxide (AZO) [46,47]. The AZO
900 nm thick thin film was deposited by pulsed laser
deposition (PVD Products, Inc.) [48,49] using a KrF
excimer laser (Lambda Physik GmbH) operating at a
wavelength of 248 nm for source material ablation (see
Ref. [47] for more details).
The linear response, i.e., the real and imaginary parts of
ε, εr and εi , respectively, were measured by a standard
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reflection and transmission measurement using a tunablewavelength, 100 fs, 100 Hz repetition rate weak probe
beam; see Figs. 1(a) and 1(b). The linear permittivity,
shown in Fig. 1(c), is then evaluated from the reflection and
transmission measurements by means of an inverse transfer
matrix approach: this allows us to evaluate the complex
permittivity from the measured reflectivity and transmissivity. The condition εr ¼ 0 (ENZ wavelength) is achieved
at ∼1300 nm.
For many applications and measurements, the nonlinear
Kerr index n2 is used instead of the third-order nonlinear
χ ð3Þ tensor. For the case involving a nondegenerate pumpprobe scenario with a weak probe and an intense pump
beam, the nonlinear index is given by [50]
3
χ ð3Þ
n2 ¼
;
pump
2ε0 c nr ðnr þ ini Þ

The pump-induced nonlinear refractive index change is
then given by δn ¼ n2 I, where I is the intensity of the
optical beam [50].
We note that although it is generally desirable to
minimize the absorption losses, the imaginary part of the
material’s linear response also plays a crucial role in
determining the effective nonlinear response. This can be
appreciated by separating the complex nonlinear Kerr
index into its real and imaginary parts [51]:
ð3Þ

where both n2 and χ ð3Þ are complex quantities, ϵ0 is the
vacuum permittivity, c is the speed of light in vacuum, nr;i
are the real and imaginary parts of the linear refractive
index at the weak probe wavelength, and npump
is the
r
real part of the refractive index at the pump wavelength.

FIG. 1. (a) Experimental setup. A high intensity, horizontally
polarized beam at 785 nm pumps the thin AZO film at normal
incidence. The reflection and transmission of a weak probe beam
(variable wavelength between 1150 and 1550 nm, vertically
polarized, ∼10° angle of incidence) are simultaneously recorded.
For the linear characterization, the pump beam was blocked.
(b) Measured reflectivity (R0 , blue circles) and transmissivity (T 0 ,
red squares) in the linear regime (no pump beam). The error bars
have been evaluated as the standard deviation on a sample of 300
measurements. (c) Real (blue circles) and imaginary (red squares)
part of the linear permittivity extracted from the data in (a) using
an inverse transfer matrix approach. The error bars have been
evaluated by extracting ϵ from the pairs fR0 þ σ R0 ; T 0 þ σ T 0 g
(upper bounds) and fR0 − σ R0 ; T 0 − σ T 0 g (lower bounds), where
σ R0 and σ T 0 are the reflectivity and transmissivity standard
deviations, respectively. The large error bars for the real part
of the permittivity at longer wavelengths are due to the very low
values of transmissivity measured, in turn resulting in a high
relative error.

3 nr χ r þ ni χ i
2ε0 c
D

n2i ¼

3 nr χ i − ni χ r
;
2ε0 c
D

ð3Þ

ð1Þ

ð3Þ

n2r ¼

ð2Þ

ð3Þ

ð3Þ

ðn2r þ n2i Þ. The imaginary part n2i is
where D ¼ npump
r
usually associated with what is known as the nonlinear
absorption coefficient, β2 ¼ 4πn2i =λ, where λ is the vacuum wavelength. Consequently, we see that it is the
ð3Þ
interplay between linear (nr , ni ) and nonlinear (χ r ,
ð3Þ
χ i ) properties that defines the nonlinear index and
provides a means for enhancing or tailoring the effective
n2r and β2 coefficients as a function of wavelength.
An insight on the underlying physical mechanism at
play can be gained with the simplified model
ð3Þ
ð3Þ
χ r ¼ χ i ¼ const, which allows us to predict the n2
and β2 behavior based only on the linear material properties. In this case, the wavelength dependence of n2r is
determined by the term ðnr þ ni Þ=D, whereas the nonlinear
absorption coefficient is determined by ðnr − ni Þ=D. Both
of these quantities are plotted, in Figs. 2(a) and 2(b),
respectively, starting with the measured frequencydependent linear refractive index of our sample.
The presence of an ENZ wavelength (indicated by the
vertical dashed line) significantly modifies the behavior of
the materials: a peak is observed in the ðnr þ ni Þ=D term,
indicating an enhancement of n2r , while the nonlinear
absorption shows a more complex behavior and changes

FIG. 2. Plots of the theoretically estimated trends for n2 and β2
from Eqs. (2) and (3). (a) Plot of ðnr þ ni Þ=D with
D ¼ npump
ðn2r þ n2i Þ. This term weighs the real part of the
r
nonlinearity, n2r . (b) Plot of ðnr − ni Þ=D. This term weighs
the imaginary part of the nonlinearity, β2 . The vertical dashed
lines indicate the ENZ wavelength.
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sign. The transition from positive to negative (i.e., saturable) nonlinear absorption occurs at the ENZ wavelength,
such that the maximum nonlinear phase shift can be
attained with zero nonlinear losses. This is a unique feature
of ENZ materials and underlines the crucial role played by
the material’s linear dispersion and the effects of the ENZ
condition on the nonlinear optical response. As discussed
ð3Þ
ð3Þ
below, the condition χ r ¼ χ i is not strictly required for
observing the n2 enhancement at the ENZ condition.
We note that, in order to observe the described enhancement, one needs to achieve the ENZ condition for the real
part of the linear dielectric permittivity while maintaining a
relatively low imaginary part, as this in turn guarantees a low
real part of the refractive index. The AZO film employed
here displays all of the required properties for both the linear
and nonlinear susceptibility to experimentally demonstrate
the predicted nonlinear enhancement. Remarkably, this also
comes with an extremely high damage threshold—no
damage was observed up to 2 TW=cm2 (at 785 nm,
100 Hz repetition rate), as compared to the few GW=cm2
typical of metallic structures.
We characterized the nonlinear response of the AZO film
with a pump and probe system [Fig. 1(a)] by measuring the
pump-induced change in reflectivity and transmissivity for
different pump intensities; see Figs. 3(a) and 3(b). We
observe a large variation in the reflectivity around the ENZ
wavelength. Conversely, the highest values of relative
transmissivity change are observed for longer wavelengths,
which is simply due to the normalization with respect to the
initial transmission T 0 that is very close to zero in this
spectral region.
The pump pulse (100 fs, 100 Hz repetition rate,
horizontally polarized) has a fixed wavelength λpump ¼
785 nm and is at normal incidence with respect to the
sample. The probe pulse (100 fs, 100 Hz repetition rate,
vertically polarized) from an optical parametric amplifier
and tunable from 1150 to 1550 nm is incident at a small
(< 10°) angle. The intensity of the probe beam is kept low

FIG. 3. (a) Measured reflectivity change ΔR=R0 ¼ ðR − R0 Þ=
R0 , where R is the reflectivity at the probe wavelength with the
pump and R0 is the linear value (pump off) for increasing pump
intensities: I p ¼ 435 GW=cm2 (the black circles), I p ¼
870 GW=cm2 (the blue squares), and I p ¼ 1300 GW=cm2
(the red triangles). (b) Same as (a) but for transmissivity change
ΔT=T 0 ¼ ðT − T 0 Þ=T 0 . The error bars have been evaluated by
propagating the error of the R, R0 , T, and T 0 standard deviations,
from a sample of 300 measurements.
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(below the GW=cm2 level) to avoid any nonlinearity from
the probe itself (no change in the probe transmissivity and
reflectivity was observed at this intensity). The probe beam
waist (w0;probe ¼ 45 μm) is smaller than the pump beam
waist (w0;pump ¼ 125 μm), in order to obtain a uniform
pump intensity across the probe beam. For all of the
measurements, the pump beam size was constant and the
intensity was changed only by increasing the energy.
The pump-probe delay was then optimized to maximize
the nonlinear effect.
For each probe wavelength, we measure the pumpinduced change in the reflection and transmission of the
probe beam, then use these values to retrieve the permittivity in the pumped case (εnl ) by applying an inverse
transfer matrix approach. Whenever the dependence of εnl
from I p is linear, we may determine the third-order nonlinearity from the relation [52]:
χ ð3Þ ðωp ; ωprobe Þ ¼

npump
ε0 c ∂εnl ðωprobe ; I p Þ
r
;
3
∂I p

ð4Þ

where ωp and I p are the pump frequency and intensity,
respectively, and the derivative can be evaluated as the
slope of the linear fit of εnl ðI p Þ. In Fig. 4(a) we show an
example of εnl ðI p Þ for a specific probe wavelength
(λprobe ¼ 1258 nm), with the corresponding linear fit, while
Fig. 4(b) reports the resulting real and imaginary parts of
the material χ ð3Þ as a function of the probe wavelength.
From the χ ð3Þ values, it is possible to extract the nonlinear
Kerr index by exploiting the formulas in Eqs. (2) and (3).
The results for both the real part, n2r , and the nonlinear
absorption coefficient, β2 , are presented in Figs. 5(a) and
5(b), and they show a good qualitative agreement with the
theoretical curves in Fig. 2. Most importantly, as seen in
Fig. 5(a), a clear sixfold enhancement of n2;r (with respect
to its lowest value at 1152 nm) is observed around the ENZ
wavelength. To further support our analysis, we compare
the theoretical predictions with the experimental results in
Fig. 5. The red lines in Figs. 5(a) and 5(b) show the
expected values of n2r and β2 obtained from the measured

FIG. 4. (a) Real (blue circles) and imaginary (red squares) part
of εnl as a function of the pump intensity for a specific probe
wavelength, and corresponding linear fits (the solid lines).
(b) Real (blue circles) and imaginary (red squares) part of the
χ ð3Þ tensor for different probe wavelengths.
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FIG. 5. (a) Real part of the nonlinear Kerr index, n2r , and
(b) nonlinear absorption coefficient, β2 ¼ 4πn2i =λ, obtained from
Eq. (2) and the data in Fig. 4 (the blue dots). The red lines
represent the expected theoretical result obtained from Eq. (6).
(c) Change in the real part of the refractive index,
δnr ¼ nr ðI p Þ − nr ðI p ¼ 0Þ, for different pump intensities (the
left axis). Maximum relative refractive index change,
δnr =nr ðI p ¼ 0Þ, at 1390 nm (the right axis). (d) Measured shift
of the probe carrier wavelength as a function of the pump
intensity (the red curve is the linear fit).

linear refractive index and assuming a nondispersive χ ð3Þ
with comparable real and imaginary parts. In detail, we plot
the quantities:
3
nr A þ ni B
2ε0 c npump
ðn2r þ n2i Þ
r

ð5Þ

4π 3
nr B − ni A
;
λ 2ε0 c npump
ðn2r þ n2i Þ
r

ð6Þ

n2r;theor ¼

β2;theor ¼

ð3Þ

ð3Þ

where A and B (representing χ r and χ i , respectively) are
used as fitting parameters and A ¼ 4 × 10−20 m2 =V2 and
B ¼ 1 × 10−20 m2 =V2 . The relatively good agreement
with the data shows that, indeed, our measurements are
compatible with the assumption used in Fig. 2, i.e.,
ð3Þ
ð3Þ
χ r ∼ χ i ¼ const.
Remarkably, for the laser pulse intensities used in our
experiments, the measured nonlinear refractive index n2r
gives a change of refractive index in the medium
(δnr ¼ n2r I p ) that is of the order of the linear refractive index.
For example, at 1390 nm we measured a change of
refractive index as high as δnr ¼ 0.4, as compared to the
linear index nr ¼ 0.09, recorded for the highest intensity,
I p ¼ 1300 GW=cm2 , without observing any optical damage; see Fig. 5(c). This large modulation places the ENZ
nonlinearity in AZO in a regime where the approximation
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of expanding the material polarization in a power series
breaks down [50].
We note that similar results are, in principle, expected in
any medium displaying similar linear properties together
ð3Þ
ð3Þ
with a weak χ ð3Þ dispersion and for χ r ∼ χ i . Most
importantly, the ENZ condition is often achieved together
with significant losses, while AZO films are featured in the
ENZ condition combined with a relatively low imaginary
part of the permittivity, εi . The latter condition ensures that
the linear refractive index is significantly close to zero,
which, as discussed above, maximizes the observed
enhancement of the nonlinear index.
Finally, in Fig. 5(d) we show how the carrier wavelength
of the probe pulse transmitted through the sample increases
linearly with the pump intensity and shifts up to
17.5  1.6 nm, i.e., by more than the 15 nm probe input
bandwidth. This “nanoscale wavelength shifter” could be
applied, e.g., for single photon wavelength division multiplexing [53]. In our demonstration, large frequency shifts
were achieved with high pump intensities (TW=cm2 ),
which might, however, be reduced by relying on nanostructured materials [54].
In conclusion, ENZ materials allow one to tailor and
access novel linear propagation regimes. Here, we have
shown the ability to exploit the ENZ regime for enhancing
third-order nonlinear effects, thus leading to an ultrafast
light-induced metal-to-dielectric phase change. The interplay between the real and imaginary parts of the linear
refractive index and the χ ð3Þ tensor also leads to a peculiar
wavelength-dependent behavior of the nonlinear refractive
index. This allows, for example, an enhancement of the real
part of the nonlinear index, which in turn is associated with
a nonlinear phase shift in the probe beam. On the other
hand, novel and interesting behaviors are observed, such
as the change in sign of the β2 coefficient, effectively
eliminating nonlinear absorption close to the ENZ wavelength. Moreover, the possibility of optically controlling
the material’s refractive index by amounts comparable to
the linear values (close to 500% of the relative changes in
the refractive index are reported here) may allow one to
effectively tailor the impedance of the material and match it
to that of the surrounding medium. The ability to access
ultrafast light-induced refractive index changes of the order
of unity represents a new paradigm for nonlinear optics.
All data relevant to this work may be obtained at [55].
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